MB611-b2

TEST REPORT REPORT NO. JP/2020/111131 DATE :February 42021  PAGE: 1 OF 4

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE APPLICANT AS:
UTOHUTIVIEBEFICEYRESh . BEICR Do THEZITVELE:

SAMPLE NAME : METALLIZATION for AO

CLIENT REF.NO

SAMPLE REGEIVED 1 2020/11/25

TESTING DATE : 2020/11/25 TO 2021/02/04

TEST REQUESTED :  SELECTED TEST(S) AS REQUESTED BY CLIENT.

SHIEE SMER FEEDERICIVFET,

TEST METHOD(S) :  WITH REFERENCE TO LATEST EDITION OF IEC62321 FOR RoHS 10 SUBSTANCES.
SHAE OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.

RoHS10¥1'E D 3T X FTHRDIEC62321 25 RLFELT=,
FNUNDIEEMEIZ OV TIEEN T NICREEFETHEITVEL

TEST RESULT(S) : PLEASE REFER TO THE NEXT PAGE(S).
SR UTOR—CECSHBREVET,

Al XiEC

Fumitaka Maruyama / Quality Officer
Central Chemical Laboratory
SGS Japan Inc.
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TEST RESULT(S)

ITEM(S) UNIT _ RESULT METHOD INST./PLACE _MDL_
CADMIUM(Cd) mg/kg N.D. [EC62321-5: 2013 ICP-OES 2
LEAD(Pb) mg/ke N.D. IEC62321-5: 2013 ICP-OES 2
MERCURY(Hg) mg/kg N.D. IEC62321-4: 2013+AMD1: 2017 ICP-OES 2
CHROMIUM VI(Cr(VD) me/ke N.D. IEC62321-7-1: 2015 UV/VIS 2

NOTES: mg/kg = ppm, N.D. = Not Detected, INST. = INSTRUMENT, MDL = Method Detection Limit

REMARK: Test process and/or expression of test result have been specified by client.

The content of Cr(VI) has been calculated with regard to the sample weight as specified by client.
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¥ 70—Fvy—b MEASUREMENT FLOW CHART

NS RATLEBICEVWTERBEZENELTLET,
The sample was dissolved/ decomposed totally by acid pre—conditioning method according to below flow chart.
2)Cd, Pb, Hg, Cr, Cr(VI), PBB/PBDE
SHTE L E Name of the person in charge of measurement: ff)Il T3 Ryohei Fukawa
P HE{EE Name of the person responsible for measurement: K& ERH3E Mayumi Otani
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