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ADVANCED ASSEMBLY MATERIALS CHINA LIMITED
BLOCK 6101-6301,10/1F, 12-14, 15/2-3, FUQIAO 2ND INDUSTRIAL ESTATE, QIAOTOU COMMUNITY, FUHAI, BAO'AN
DISTRICT, SHENZHEN CITY, GUANGDONG PROVINCE, P.R. CHINA

TR R GBS FEREMRIRHRER (The following sample(s) was/were submitted and identified by/on behalf of
the applicant as) :

IR (Sample Submitted By) : ADVANCED ASSEMBLY MATERIALS CHINA LIMITED

i mm& % (Sample Name) : C7025 Cu ALLOY

Wzt H(Sample Receiving Date) : 10-Sep-2021
Azt BB (Testing Period) : 10-Sep-2021 to 16-Sep-2021

BT K (Test Requested) (1) KEEFIETE - £2%&RoHS 2011/65/EU Annex I E1EBZT15<(EU) 2015/863 85,
i@~ 85~ 2k~ ANER - ZIREEK - ZIREKEL, DBP, BBP, DEHP, DIBP - (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and
amending Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury,
Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted

sample(s).)
2 HMAFIBEEFRT—E - (Please refer to next pages for the other item(s).)
B4R (Test Results) : A28 N —H (Please refer to following pages.)
# i@ (Conclusion) : (1) REBE=EFPPRHNER  HiF - #8 k - NMER - 2REK - ZRE°KE, DBP,

BBP, DEHP, DIBPHY Al 45 5= ’““‘ROHS 2011/65/EU Annex IIBE{EE]#5< (EV)
2015/8637BR1EZSK - (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP comply with the limits as set by RoHS Directive (EU) 2015/863
amending Annex Il to Directive 2011/65/EU.)
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5585 (No.): EKR21900906

ADVANCED ASSEMBLY MATERIALS CHINA LIMITED
BLOCK 6101-6301,10/1F, 12-14, 15/2-3, FUQIAO 2ND INDUSTRIAL ESTATE, QIAOTOU COMMUNITY, FUHAI, BAO'AN
DISTRICT, SHENZHEN CITY, GUANGDONG PROVINCE, P.R. CHINA

B BRI AR (Test Part Description)
No.1

B 45 R (Test Results)

#liieaEH (RED COPPER COLORED METAL SHEET)

HEA(Date): 17-Sep-2021

BH#(Page): 2 of 19

AHIER A= EfiI | MDL =R PRIE
(Test Items) (Method) (Unit) (Result)| (Limit)
No.1
izfg)d) (Cadmium (Cd)) (CAS No.: 7440 ?ﬁli€\62321—§: N ERE T —— mg/kg 2 n.d. 100
3% (Pb) (Lead (Pb)) (CAS No. 7439-92-1) ;gffaﬁ :Tysé\/x;: ;‘Zﬁf;&fjﬁ;ﬁ%g%gf [mgka| 2 | 236 | 1000
X (Hg) (Mercury (Hg)) (CAS No.: 7439- [£3#IEC 62321-4: 2013+ AMD1: 2017 - BAELFE| mg/kg 2 n.d. 1000
97-6) BEEREGNREEDIT - (With reference to
IEC 62321-4: 2013+ AMD1: 2017, analysis
was performed by ICP-OES.)
7NE#E (Hexavalent Chromium) Cr(VI)  [2%IEC 62321-7-1: 2015 - IIERSMA-TIRHES |ug/cm?| 0.1 n.d. -
(CAS No.: 18540-29-9) (#2) KAEET AT - (With reference to IEC 62321-
7-1: 2015, analysis was performed by UV-
VIS.)
—RER (Monobromobiphenyl) mg/kg 5 n.d. -
ZREX (Dibromobiphenyl) mg/kg 5 n.d. -
—REEX (Tribromobiphenyl) mg/kg 5 n.d. -
MR B2 (Tetrabromobipenyl) mg/kg 5 n.d. -
TR (Pentabromobiphenyl) £3#|EC 62321-6: 2015 - UGHEH &/ E:L% | mg/kg 5 n.d. -
7NREEE (Hexabromobiphenyl) S - (With reference to IEC 62321-6: 2015, [ mg/kg| 5 n.d. -
138543 (Heptabromobiphenyl) analysis was performed by GC/MS.) mg/kg 5 n.d. -
JUREEZ (Octabromobiphenyl) mg/kg 5 n.d. -
BHER (Nonabromobiphenyl) mg/kg 5 n.d. -
+TIREER (Decabromobiphenyl) mg/kg 5 n.d. -
Z R 425 (Sum of PBBs) mg/kg - n.d. 1000
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ADVANCED ASSEMBLY MATERIALS CHINA LIMITED
BLOCK 6101-6301,10/1F, 12-14, 15/2-3, FUQIAO 2ND INDUSTRIAL ESTATE, QIAOTOU COMMUNITY, FUHAI, BAO'AN
DISTRICT, SHENZHEN CITY, GUANGDONG PROVINCE, P.R. CHINA

AHIER A7 A Efil | MDL wER PRIE
(Test Items) (Method) (Unit) (Result)| (Limit)
No.1
—REXE (Monobromodiphenyl ether) mg/kg 5 n.d. -
" REEEE (Dibromodiphenyl ether) mg/kg 5 n.d. -
= REREE (Tribromodiphenyl ether) mg/kg 5 n.d. -
I9;2 04 7Bt (Tetrabromodiphenyl ether) mg/kg 5 n.d. -
TUREEEEE (Pentabromodiphenyl ether) | 23#|EC 62321-6: 2015 - WISHEFRE/EL% [ mg/kg| 5 n.d. -
7R BE (Hexabromodiphenyl ether) 7 » (With reference to IEC 62321-6: 2015, | mg/kg 5 n.d. -
TR KB (Heptabromodiphenyl ether) analysis was performed by GC/MS.) mg/kg 5 n.d. -
JURHERES (Octabromodiphenyl ether) mg/kg 5 n.d. -
EHEKEE (Nonabromodiphenyl ether) mg/kg 5 n.d. -

+TREEREE (Decabromodiphenyl ether) mg/kg 5 n.d. -
ZRE KB 425 (Sum of PBDEs) mg/kg - n.d. 1000
% (Sb) (Antimony (Sb)) (CAS No.: 7440- [£3%US EPA 3052: 1996 - DI BB S E RS | mg/kg 2 n.d. -
36-0) HEEFE DT - (With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)
i (Be) (Beryllium (Be)) (CAS No.: 7440- [£*%US EPA 3052: 1996 - IR BB EERES | mg/kg 2 n.d. -
41-7) HEEZE AT o (With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)
Z &K (PCBs) (Polychlorinated £%US EPA 3550C: 2007 - DIsmAHEHT /&8 [ mg/kg| 0.5 n.d. -
biphenyls (PCBs)) &S - (With reference to US EPA 3550C:

2007, analysis was performed by GC/MS.)
Z & (PCNs) (Polychlorinated £3US EPA 3550C: 2007 - ImiEEHTi&/ &L | mg/kg| 5 n.d. -
naphthalene (PCNs)) EOHT » (With reference to US EPA 3550C:

2007, analysis was performed by GC/MS.)
Z & =K (PCTs) (Polychlorinated £3US EPA 3550C: 2007 - MIsmEET#&/BE | mg/kg| 0.5 n.d. -
terphenyls (PCTs)) BT - (With reference to US EPA 3550C:

2007, analysis was performed by GC/MS.)
R HEEEA%(C10-C13) (SCCP) (Short  [£%#1S0 18219: 2015 - UsmMEENT#&/BE®ED | mg/kg| 50 n.d. -
Chain Chlorinated Paraffins(C10-C13) [#7 - (With reference to ISO 18219: 2015,
(SCCP)) (CAS No.: 85535-84-8) analysis was performed by GC/MS.))
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ADVANCED ASSEMBLY MATERIALS CHINA LIMITED
BLOCK 6101-6301,10/1F, 12-14, 15/2-3, FUQIAO 2ND INDUSTRIAL ESTATE, QIAOTOU COMMUNITY, FUHAI, BAO'AN
DISTRICT, SHENZHEN CITY, GUANGDONG PROVINCE, P.R. CHINA

AIER A AE B fiI MDL #“ER PRIE
(Test Items) (Method) (Unit) (Result)| (Limit)
No.1l
@ (F) (Fluorine (F)) (CAS No.: 14762-94- mg/kg 50 n.d. -
8)
& (Cl) (Chlorine (Cl)) (CAS No.: 22537- 2265 EN 14582: 2016 - LIE 7 EHF #5045 - mg/kg 50 n.d. -
15-1) - ' ’ -
- - (With reference to BS EN 14582: 2016,
R (Br) (Bromine (Br)) (CAS No.: 10097- analysis was performed by IC) mg/kg 50 n.d. -
32-2)
# () (lodine (1)) (CAS No.: 14362-44-8) mg/kg 50 n.d. -
— T &5 (TBT) (Tributyl tin (TBT)) mg/kg | 0.03 n.d. -

150 17353: 2004 - LSRRI/ KIEHE [ 2 TG00 T g T

1ERIZZ M7 ° (With reference to ISO 17353:

(
=X E# (TPhT) (Triphenyl tin (TPhT))
( 2004, analysis was performed by GC/FPD.)

— T 5 (DBT) (Dibutyl tin (DBT)) mg/kg| 003 | nd. -

_=E 5 (DOT) (Dioctyl tin (DOT)) mg/kg| 0.03 n.d. -
S8 =T E#5 (TBTO) (Bis(tributyltin) [H=TEHAFERTERSZ - (Calculated mg/kg| 0.03A | n.d. -
oxide (TBTO)) (CAS No.: 56-35-9) from the result of Tributyl Tin (TBT).)

EREFEWIEMR(PFOS) M HEESE 2£ZCEN/TS 15968: 2010 - LURMEREHEHHE | mg/kg| 0.01 n.d. -

(Perfluorooctane sulfonate (PFOS) and it's|z& &2 47 - (With reference to CEN/TS 15968:
salt) (CAS No.: 1763-23-1 and its salts) 2010, analysis was performed by LC/MS/MS.)

EEFM (PFOA)KREER 2ECEN/TS 15968: 2010 - LURMEN HBE | mg/kg| 0.01 n.d. -
(Perfluorooctanoic acid (PFOA) and it's |f&& 24T - (With reference to CEN/TS 15968:
salt) (CAS No.: 335-67-1 and its salts) 2010, analysis was performed by LC/MS/MS.)

#AR_ PR T # s (BBP) (Butyl benzyl [£%IEC 62321-8: 2017 - IRAMBTE/EEE | mg/kg| 50 n.d. 1000
phthalate (BBP)) (CAS No.: 85-68-7) 47 (With reference to IEC 62321-8: 2017,
analysis was performed by GC/MS.)

#R R T Bs (DBP) (Dibutyl 2%|EC 62321-8: 2017 - IRMERETE/EE®E | mg/kg| 50 nd. | 1000
phthalate (DBP)) (CAS No.: 84-74-2) DT = (With reference to IEC 62321-8: 2017,
analysis was performed by GC/MS.)

AR _BEE — £ 3Fs (DIDP) (Diisodecyl |2%IEC 62321-8: 2017 - LIRHEEH&/EEE | mg/kg| 50 n.d. -
phthalate (DIDP)) (CAS No.: 26761-40- |73 - (With reference to IEC 62321-8: 2017,
0, 68515-49-1) analysis was performed by GC/MS.)
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ADVANCED ASSEMBLY MATERIALS CHINA LIMITED
BLOCK 6101-6301,10/1F, 12-14, 15/2-3, FUQIAO 2ND INDUSTRIAL ESTATE, QIAOTOU COMMUNITY, FUHAI, BAO'AN
DISTRICT, SHENZHEN CITY, GUANGDONG PROVINCE, P.R. CHINA

AIER A AE B fiI MDL &#HR PR1E
(Test Items) (Method) (Unit) (Result)| (Limit)
No.l

#X_ PR _EThs (DINP) (Diisononyl [2%IEC 62321-8: 2017 - IRABTE/EEE | mg/kg| 50 n.d. -
phthalate (DINP)) (CAS No.: 28553-12- |74 - (With reference to IEC 62321-8: 2017,
0, 68515-48-0) analysis was performed by GC/MS.)

WMA B _(2-oE S E)Es (DEHP) (Di- |£3#IEC 62321-8: 2017 - ISHEN&/BELE | mg/kg| 50 n.d. 1000
(2-ethylhexyl) phthalate (DEHP)) (CAS |77 - (With reference to IEC 62321-8: 2017,
No.:117-81-7) analysis was performed by GC/MS.)

#i _EPE8 _ IE B (DNOP) (Di-n-octyl [£EIEC 62321-8: 2017 - IRARENTE/EEE | mg/kg| 50 n.d. -
phthalate (DNOP)) (CAS No.: 117-84-0) (/2% - (With reference to IEC 62321-8: 2017,
analysis was performed by GC/MS.)

# _EPE8 27 B (DIBP) (Diisobutyl [£%IEC 62321-8:2017 - IRAAENTE/EEE | mg/kg| 50 n.d. 1000
phthalate (DIBP)) (CAS No.: 84-69-5) 2 - (With reference to IEC 62321-8: 2017,
analysis was performed by GC/MS.)

#BK _EPEE — IF /X Bs (DNPP) (Di-n- 2£%#|EC 62321-8: 2017 - IRMBENBE/ELE | mg/kg| 50 n.d. -
pentyl phthalate (DNPP)) (CAS No.: 24 - (With reference to IEC 62321-8: 2017,
131-18-0) analysis was performed by GC/MS.)

A P IFSBs (DNHP) (Di-n-hexyl |£%2IEC 62321-8: 2017 - LIRHEM&/EEE | mg/kg| 50 n.d. -
phthalate (DNHP)) (CAS No.: 84-75-3) |77 - (With reference to IEC 62321-8: 2017,
analysis was performed by GC/MS.)

WR_PRR_Q2-FEELE)EE (DMEP) £3#|EC 62321-8: 2017 - IRMHEENB/EERE | mg/kg 50 n.d. -
(Bis-(2-methoxyethyl) phthalate (DMEP)) |7247 - (With reference to IEC 62321-8: 2017,
(CAS No.:117-82-8) analysis was performed by GC/MS.))

#OAK _FPREIE TN EXES (NPIPP) (N-pentyl |2%#IEC 62321-8: 2017 - LIRMBENE/BEE | mg/kg 50 n.d. -
iso-pentyl phthalate (NPIPP)) (CAS No.. |27 - (With reference to IEC 62321-8: 2017,
776297-69-9) analysis was performed by GC/MS.))

X PR EILER (DIPP) (Diisopentyl  [£%IEC 62321-8: 2017 - IRABTE/EE®E | mg/kg| 50 n.d. -
phthalate (DIPP)) (CAS No.: 605-50-5) 7 = (With reference to IEC 62321-8: 2017,
analysis was performed by GC/MS.)
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ADVANCED ASSEMBLY MATERIALS CHINA LIMITED
BLOCK 6101-6301,10/1F, 12-14, 15/2-3, FUQIAO 2ND INDUSTRIAL ESTATE, QIAOTOU COMMUNITY, FUHAI, BAO'AN
DISTRICT, SHENZHEN CITY, GUANGDONG PROVINCE, P.R. CHINA

AIER A AE B fiI MDL &#HR PR1E
(Test Items) (Method) (Unit) (Result)| (Limit)
No.l

MR RS (C7-11 2 B E 88 e B Bs £%2|EC 62321-8: 2017 - ImMET®E/ELE | mg/kg| 50 n.d. -
(DHNUP) (1,2-Benzenedicarboxylic acid, |74 - (With reference to IEC 62321-8: 2017,
di-C7-11-branched and linear alkyl esters |analysis was performed by GC/MS.)

(DHNUP)) (CAS No.: 68515-42-4)

1,2- K- (Co-8 i) IR &5 (ECT) £3#E|EC 62321-8: 2017 - IRMHEENB/ERERE | mg/kg 50 n.d. -
(DIHP) (1,2-Benzenedicarboxylic acid, di- |747 - (With reference to IEC 62321-8: 2017,

C6-8-branched alkyl esters, C7-rich analysis was performed by GC/MS.))
(DIHP)) (CAS No.: 71888-89-6)
NERT_MAFAATEWMAILNERY  |2%EIEC 62321: 2008 - ISR E/BEED | mg/kg 5 n.d. -

(HBCDD) (a- HBCDD, B- HBCDD, y- HBCDD) |47 - (With reference to IEC 62321: 2008,
(Hexabromocyclododecane (HBCDD) and  |analysis was performed by GC/MS.)

all major diastereoisomers identified (a-
HBCDD, B- HBCDD, y- HBCDD)) (CAS No.:
25637-99-4, 3194-55-6 (134237-51-7,
134237-50-6, 134237-52-8))

B& LM% (Polyvinyl chloride) (PVC) 2EASTM E1252: 2013 + DUBITEFEIRAT IMS o - Negative -
LB RIAEIEDHT - (With reference to
ASTM E1252: 2013, analysis was performed
by FT-IR and Flame Test.)

=4/t ##(Sb,0s) (Antimony trioxide |H##& Rt H18 2 - (Calculated from the mg/kg| 24 n.d. -
(Sb,03)) (CAS No.: 1309-64-4) result of Antimony.)

1 (As) (Arsenic (As)) (CAS No.: 7440-38- [£3%US EPA 3052: 1996 - DIRERB S E RS | mg/kg 2 n.d. -
2) HEEZE DT o (With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

h#EREAE(CL14-C17) (MCCP) (Medium [£#1S0 18219: 2015 - LIRHEN&/EEE D [ mg/kg| 50 n.d. -
Chain Chlorinated Paraffins(C14-C17) #r - (With reference to ISO 18219: 2015,
(MCCP)) (CAS No.: 85535-85-9) analysis was performed by GC/MS.)
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ADVANCED ASSEMBLY MATERIALS CHINA LIMITED
BLOCK 6101-6301,10/1F, 12-14, 15/2-3, FUQIAO 2ND INDUSTRIAL ESTATE, QIAOTOU COMMUNITY, FUHAI, BAO'AN
DISTRICT, SHENZHEN CITY, GUANGDONG PROVINCE, P.R. CHINA

s (Note) :
1. mg/kg = ppm ; 0.1wt% = 1000ppm
. MDL = Method Detection Limit (77,41 RI1BR1E)
. n.d. = Not Detected (>k#&2) ; /\i8MDL / Less than MDL
"-" = Not Regulated (f&#R1E1E)
**= Qualitative analysis (No Unit) & 4247 (FEEE )
. Negative = Undetectable B2 14 (k& RIZl); Positive = Detectable (2 & /1%!)
. EE¥RERREEHESS (PFOS and its salts including) :
CAS No.: 29081-56-9, 2795-39-3, 29457-72-5, 70225-14-8, 56773-42-3, 251099-16-8, 307-35-7.
8. 2HEFM RHEHEE S (PFOA and its salts including) :
CAS No.: 3825-26-1, 335-95-5, 2395-00-8, 335-93-3, 335-66-0.
9. (#2) =
a. BNEHERAN0.13 ug/cm? - R REmEEZAB/NEL - (The sample is positive for Cr(VI) if the Cr(VI)
concentrat|on is greater than 0.13 ug/cm?2. The sample coating is considered to contain Cr(VI).)
. EBANEBERAN (BE/NR0.10 ug/cm?) - RRFKEAZ/NER - (The sample is negative for Cr(VI) if Cr(VI) is
n.d. (concentration less than 0.10 pg/cm?). The coating is considered a non-Cr(VI) based coating)
CEANBRERNR 010 & 0.13 pg/cm?2 i - BEAEEEEZEE2A/NE  (The result between 0.10 yg/cm? and
0.13 pg/cm? is considered to be inconclusive - unavoidable coating variations may influence the
determination.)

10. A : MDLES ¥ TR/AFEEY 251 - (The MDL was evaluated for element / tested substance.)
BE AT (Conversion Formula) : AX = A x F
AX A F
ateg=-TEH
(Bis(tributyltin)oxide) (TBTO)
=&1E_# (Antimony trioxide)
(Sb203)
SEBRER (Parameter Conversion Table) :
https://eecloud.sgs.com/Region_TW/DocDownload.aspx#otherDoc
11. FEaERZHAE LU A& RAPREMECE - (The statement of compliance conformity is based on comparison
of testing results and limits.)

NoubhwN

= TE#H (Tributyl Tin) (TBT) 1.024

# (Antimony) 1.1971
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HEA(Date): 17-Sep-2021 BE2l(Page): 8 of 19

E£ENEE / Analytical flow chart of Heavy Metal

RBUNWRBEZ GG - KRS TERE - ( NERRETER )
These samples were dissolved totally by pre-conditioning method according to below flow chart.
( Cr®* test method excluded )

| BU% - B M / Cutting ~ Preparation |
v

| Rl s mEE / Sample Measurement |
I

| A& Cr(VI)
i $4 Pb/#R Cd/k Hg | ¥ | | v |
. ) . JE£E / Non-metal %@ / Metal
PR B R s /BB B E T B AR
Acid digestion with microwave / hotplate ABS/PC/PVC | HAit#1%/Others v
7 v v K / Boiling
Dt?‘aii}li‘ifﬁﬁﬁb/ %1}:5/05160°C"F water extraction
BE /Fi i issolving by H igesting
18 / Filtration ultrasonication at 150~160°C +
| v v AAEBIRIER /
v v gocgatmme | [ B/ Cool, flter
Y Igesting a eparating to ge .
¥ / Solution 5238 / Residue 60°%by ' J ahucoUs phase digestate through
+ ultrasonication | +
[

v MABBEES /

- - Add diphenyl-
#8% pH / pH adiustment | carbazide for color

1) @EELE / Alkali fusion |

2) EEREARE / HCl to dissolve v development
MAEE#E / Add diphenyl- *
carbazide for color development
v ¥ BLUV-VIS - St
mRARIE 540 nm By

FEAB S BB IR 359655 / ICP-OES

[t

RULE / Measure
the absorbance at
540 nm by UV-VIS

BLUV-VIS - 285 R ETE 540 nm §
R / Measure the absorbance at
540 nm by UV-VIS
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LRMK/ZREAB HHREE / PBB/PBDE analytical FLOW CHART

% amBIEE / Sample pretreatment
v
% mZEEY / Sample extraction
R EFERUE / Soxhlet method

EEUR R/ HE
Concentrate/Dilute Extracted solution

v

ZEURBIR / Filter

!

VIsMBN/EEEDH / Analysis by
GC/MS
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TR(ERE£E)21TREE / Analytical flow chart of Elements (Heavy metal included)
RBUTHREE 2R - EmET2 8% -
These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ 27574 /Reference method : US EPA 3051 + US EPA 30521

BUE - B m / Cutting - Preparation

'

AFEmESE / Sample Measurement

v
TR /BB AL/ S A B RO RUREE /
Microwave digestion with HNOs/HCI/HF

'

@8 / Filtration

\4

v 5258 / Residue
7A7& / Solution

1) WERUE /
Alkali Fusion

2) EREAmR /
HCl to dissolve

v
(RS ERBEE/EREE (ICP-OES/MS)

il

* US EPA 3051 AR AME &R / US EPA 3051 method does not add HF.
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SiTmIEE / Analytical flow chart

sy
W

CERR : 288X - 28R TE=MX  HEE - [CHA%E - DBBT)

*Apply to: PCBs, PCNs, PCTs, Mirex, Chlorinated Paraffins, DBBT

¥ MmATERE / Sample pretreatment

v
AR

Sample extraction by organic solvent

ERREME/ e
Concentrate/Dilute the extracted solution

v
LIsmtBE /B @i
Analysis was performed by GC/MS

v

2% / Data
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REIHTIRZE / Analytical flow chart of Halogen

BmBlEE/ K |
Sample pretreatment/separation

!

NERBERmBIAZRRES /
Weighting and putting sample in cell

'

ERIAIEE/RU
Oxygen Bomb Combustion / Absorption

'

WEZETEEE /
Dilution to fixed volume

!

BEFENTEST /
Analysis was performed by IC
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Bita i EE / Analytical flow chart - Organic-Tin

¥ m@AIEE / Sample pretreatment

BATZER /
Sample extraction by organic solvent

v

Mo EMEmTTENL /
Derived by Sodium tetraethylborate

ERUR R/ HE /
Concentrate/Dilute Extracted solution

v
KRIBEN/IBIEET DT /
Analysis was performed by GC/FPD

v

2148 / Data
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ZRIEEM(BE2EAFH/ERF RER/HERESYESE) S 1RER / Analytical flow
chart — PFAS (including PFOA/PFQOS/its related compound, etc.)

¥ mAIEIE / Sample pretreatment

BERZEIUAZER /
Sample extraction by Ultrasonic extraction

IR R /
Concentrate/Dilute Extracted solution

v

L‘lfﬁﬂ*ﬁ%*ﬁ/"s‘f%ﬁaﬁ%ﬁﬁﬁﬁﬁgﬁ/}%’fﬁ%f%%f%ﬁ% EREED

Analysis was performed by GC/MS or LC/MS or LC/MS/MS

v
2132 / Data
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BRI 5 4R EE / Analytical flow chart of phthalate content

[ Az 75 A&/ Test method: IEC 62321-8])

SmAlRE/ D [
Sample pretreatment/separation

!

A THF TSkl A B2 25EY /
Sample dissolved/extracted by THF

!

EHURWHE /
Dilute Extracted solution

FARETEEED |
Analysis was performed by GC/MS

!

214 |/ Data
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NRERT RS REERE / Analytical flow chart - HBCDD

HEMAIERIE / Sample pretreatment

& mEE Sample extraction /
BERZEEUE Ultrasonic method
EAREMR/E /
Concentrate/Dilute Extracted solution

1

ZEEURIBIE / Filter
'

s/ EEEDHT /
Analysis was performed by GC/MS

!
2li& / Data
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HEA(Date): 17-Sep-2021

HE(Page): 17 of 19

BEIEMEHESWIRER / Analysis flow chart - PVC

Bl EIE /Sample pre-treatment

!

tEEEE Rl / Flame test

v

£TAMEEE T / Sample analyzed by FTIR

'

fEsbC-CIBER 8L /
Check wave-number of C-Cl bonding

)

214% / Data
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A2 E / Analytical flow chart
(RER%]

*Apply to: Chlorinated Paraffins

% mAIEE /Sample pretreatment

BRI ZEE
Sample extraction by organic solvent

ERUR B/ i
Concentrate/Dilute the extracted solution

Vs AR/ ErEE
Analysis was performed by GC/MS

v

214% / Data
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*RAPMAFERER - AIRRASERE 2% m/80 . *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

EKR21900906

** ${ELE (End of Report) **
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