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TEST REPORT 
 

 

KOTITI No. 8223-1401-100741 

  
Applicant DUKSAN Hi-Metal 

  
Address 66, Muryong 1-ro, Buk-gu, Ulsan, Korea 

  
Date In Jan 26, 2023 Date Out Feb 03, 2023 

    
   
 

Issue No 5747613416 

Sample Description Sn3.0Ag0.5Cu 

Sample Quantity One (1) Sample(s) 

Buyer N/S 

Item Number N/S 

Material Metal 

Testing Period Jan 26, 2023 ~ Feb 03, 2023 

Test Result For further details, please refer to the following page(s). 

 

* N/S : Not Submitted, N.A. : Not Applicable, N.D. : Not Detected [< MDL(Method Detection Limit)] 

* Negative : Not Detected, Positive : Detected 

 

 

Affirmation 
Prepared by Technical Manager 

Name : Hyo jeong La  Name : Gun young Ryu  
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Tested Sample List 

Sample No. Sample Description Item No. Material 

1 Sn3.0Ag0.5Cu N/S Metal 
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Halogen, Unit: mg/kg 
 

Test Conducted Test Method MDL Test Results 

   1 

Fluorine (F) 

Reference to EN 14582:2016 determined by IC 

30 N.D. 

Chlorine (Cl) 30 N.D. 

Bromine (Br) 30 N.D. 

Iodine (I) 30 N.D. 
 

* Tested by : Hyo jeong La 
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Photo of the submitted sample(s) 

  

Sample No.1 

 

 

 

  



PAGE 5 OF 5 

 

8223-1401-100741 

 

 
QPF-16-06(rev.01) 

Flow Chart 

Cutting 

Weighing 

Sample measurement 

Calibration IC 

Absorption solvent preparation of absorption solution 

Oxygen Bomb Combustion 

Sample loading 

Dilute the sample 
appropriately 

No 

Within calibration range 

Calculated result 

 

   

Halogen  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

* The sample is totally digested. 

 

 




